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Our Ref: SW/PN/GL 

Report 271526 

Aristide
Nachtegaalstraat 109
2550 Kontich
Belgium

Contact: Eddy Dewachter 

DATE RECEIVED 
QUALITY/REFERENCE 
REPUTED FIBRE CONTENT 
F ABRIC DESCRIPTION 
COLOUR/DESIGN 
END USE 
ORDER NUMBER 

PERFORMANCE STANDARD 

29 MARCH 2016 
GALUCHA
NOT GIVEN 
FAUX LEATHER VINYL 

UPHOLSTERY 
123474 

GENERAL 

REQUEST: BS7176:2007 + Al :2011 Specification for resistance to ignition of upholstered 
furniture for non-domestic seating by testing composites - Table 1: Medium Hazard 
Use 

COMMENTS: Meets the flammability performance requirements of BS7176:2007 + Al :2011 Table 
1 for Medium Hazard Use 

� 
S. WISEMAN
LABORATORY DIRECTOR

P. NEESAM
HEAD OF FLAMMABILITY
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